NMacnopT kavecTBa\Quality list

TY\TU 5775-011-17925162-2003 uam 1, 2, 3,4, 5,6, 7

Maptuna\Product lot Ne 1 384

i TEXHOHMKOND

CmeHa:
Shift:

Arperat
Line:

8 tae—115.05.20

Date:

Benep:

966

Kr:

15 456

Buckets:

Kg:

NMpanmep outymHbin TEXHOHUKOIIb Ne01, Beapo 20 n

HaumeHoBaHue nokazartens \Characteristic Hopma\Normal| ®akr\In fact
BHewHwun Bug \Original appearance COOTBETCTBYETOOTBETCTBYET
Bpewms BbicbixaHus, He bornee, 4 \Time of drying, hours, not 12 12
more, h
Macca, HeTTO, kI \Mass, net, kg 16 16
YcnoBHas BA3KOCTb, B npeaenax, ¢ \Conditional viscosity,

o, 15-40 33
in limits, sec
MaccoBas gons HeneTyunx BewecTs, B npegenax % \Mass

) . L 45-55 47,4
fraction of nonvolatile substances, In limits %

Cucrema meHemXMeHTa KavyecTBa cepTudmumpoBaHa no tpeéosaHmnam ISO 9001:2015

Quality control system is certificated by ISO 9001:2015
MpounsBeneHo Made

Bbiboprckun domnuan

000 «3aBoa TexHodnekc»
188804, JleHnHrpagckas obnactb
r. Beibopr, PybepougHas, a. 7
Ten.: +7 81378 39094

dakc: +7 81378 39091

www.tn.ru

Vyborg, Ruberoidnaya str. 7
Phone: +7 81378 39094
Fax: +7 81378 39091

www.technonicol.com

Vyborg branch of LLC “Technoflex”

188804, RUSSIA Leningradskaya obl.
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3aknroyeHue: cootrBetcTByeT TY 5775-011-17925162-2003 usam 1, 2, 3,4, 5,6, 7
Conclusion: conforms to TU 5775-011-17925162-2003 uam 1, 2, 3,4, 5,6, 7

1ISO 9001:2015




